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Test Report no. 8812227637

Details of order:

Name of customer: LIZRON- CHILD DEVELOPMENT COMPANY Ltd.
Address: 1 HADEKALIM St. PARDES HANA 37021
Date of order: 25.05.08

Sample selected by representative of: The client. Mr, Shlomo Abadi
and received at the Institution on the date: 25.05.08

Test of:

1) A sample of tensile net on a frame marked: 200 micron.

2) A sample of printed and white net marked: 200 micron/ density 15.

Nature of test:

1) Frame with net: Puncture strength, Fatigue.

2) Net: Tensile strength and elongation, bursting strength, migration of certain
elements, fire resistance.

Test results:

8.ee attached pages.

This report contains 3 pages and
may be used only in full.

The test results in this
document refer only to item
tested.
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