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Details of order:

Name of customer: LIZRON- CHILD DEVELOPMENT COMPANY Ltd.
Address: 1 HADEKALIM St. PARDES HANA 37021
Date of order: 25.05.08

Sample selected by representative of: The client. Mr, Shlomo Abadi
and received at the Institution on the date: 25.05.08

Test of:

1) A sample of tensile net on a frame marked: 200 micron.

2) A sample of printed and white net marked: 200 micron/ density 15.

Nature of test:

1) Frame with net: Puncture strength, Fatigue.

2) Net: Tensile strength and elongation, bursting strength, migration of certain
elements, fire resistance.

Test results:

8.ee attached pages.

This report contains 3 pages and
may be used only in full.

The test results in this
document refer only to item
tested.
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Test results:

1. A sample of tensile net on a frame marked: 200 micron

Test

Puncture strength (N)

Fatigue: after 500 loading cycle of 1 kg/100cm2
after 1000 loadinsr cycle of 1 ksr/100cm2

Results

350

No depression observed
A small depression observed

Remarks:

1) Puncture strength and Fatigue tests were carried out by "ZWICK"
apparatus.

2) The Fatigue tests were carried out by loading 1 kg on a surface of
10/10 cm in the center of the frame with net.

2. A sample of printed and white net marked: 200 micron/ density 15

Remarks:

1) Tensile strength and elongation tests were carried out by "ZWICK"
apparatus.

2) Bursting strength was carried out by "MULLEN" apparatus.
3) Fire resistance test was carried out by FED. ST. 191 A METHOD 5903,

VERTICAL STRIP.
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Test Results

Tensile strength (N)(kg) length over1000(100)
width 850

Elongation (%) length 28
Width 26

Bursting strength (psi) 120
Fire resistance see test report no. 87122112151
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Test results of a sample of printed and white net
marked: 200 micron/ density 15

Migration of certain elements (ppm) of printed net

According to SI-562 Part 3: Safety of toys
Par. 4.1- Specific requirements Pass

M ted el t . /k2: t terial

Migration of certain elements (ppmLQf white net

According to SI-562 Part 3: Safety of toys
Par. 4.1- Specific requirements Pass

M ted el /k2: t . I

Remarks:

1) The migration of certain elements was carried out by "XRF apparatus".
2) The 51-562 Part 3: Safety of toys is identical to EN -71,part 3.

- END-
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element max. requirements result

As 25 <6
Ba 1000 <500

Cd 75 <64

Cr 60 <36

Hg 60 <60

Pb 90 <17

Sb 60 <60
Se 500 <7

element max. requirements result
- As 25 <5

Ba 1000 <800

Cd 75 <66
Cr 60 <36

Hg 60 <50
Pb 90 <15
Sb 60 <60
Se 500 <7
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